	TABLE. 3 - RESULTS FOR HEMP
	
	
	
	
	
	
	
	
	

	
	
	
	
	
	
	
	
	
	
	
	
	

	SEL
	Energy
	SR
	CSF
	Grammage
	Bulk
	Thickness
	Tensile
	Breaking
	Burst
	Tear
	Bendtsen
	Opacity

	(Wsm-1)
	(kWht-1)
	(degrees)
	 (ml)
	(g/m2) 
	cm3/g
	(microns)
	Index
	Length
	Index
	Index
	Porosity
	 

	
	
	
	
	
	
	
	(N.m/g)
	(km)
	(kPa.m2/g)
	(mN.m2/g)
	(ml/min)
	(%)

	1
	0
	17.0
	640
	64.9
	1.9
	123.0
	63.79
	6.50
	5.35
	62.2
	5160
	78.9

	 
	50
	22.0
	595
	65.7
	1.68
	111.0
	70.59
	7.20
	7.27
	42.4
	4100
	78.1

	 
	100
	26.5
	445
	67.7
	1.56
	106.0
	74.50
	7.59
	6.12
	29.0
	945
	74.8

	 
	150
	32.5
	405
	65.1
	1.49
	96.7
	74.42
	7.59
	5.99
	22.8
	147
	74.1

	 
	200
	51.0
	315
	67.2
	1.38
	92.9
	68.59
	6.99
	5.77
	18.5
	38
	72.1

	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 

	2
	0
	17.5
	695
	63.9
	1.93
	123.0
	64.39
	6.56
	5.23
	62.8
	5100
	82.2

	 
	50
	25.0
	550
	66.2
	1.84
	122.0
	72.20
	7.36
	6.77
	42.6
	3860
	76.5

	 
	100
	28.0
	480
	69.2
	1.5
	104.0
	80.10
	8.17
	6.98
	24.7
	740
	77.5

	 
	150
	39.0
	415
	64.3
	1.47
	94.4
	77.17
	7.87
	7.26
	20.6
	202
	72.7

	 
	200
	62.0
	295
	67.9
	1.29
	87.5
	72.21
	7.36
	6.36
	15.9
	30
	74.1

	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 

	2.5
	0
	21.5
	675
	66.6
	1.94
	129.0
	62.20
	6.34
	4.77
	57.7
	5150
	79.9

	 
	50
	25.0
	600
	62.7
	1.74
	109.0
	72.71
	7.41
	7.52
	38.2
	4050
	77.2

	 
	100
	26.5
	485
	65
	1.63
	106.0
	78.71
	8.02
	8.47
	29.2
	935
	79.0

	 
	150
	49.0
	370
	61.9
	1.48
	91.4
	87.90
	8.96
	8.00
	19.8
	179
	73.0

	 
	200
	74.0
	240
	67.5
	1.39
	93.6
	83.50
	8.52
	8.07
	14.2
	29
	75.5

	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 

	3
	0
	17.5
	685
	66.7
	1.86
	124.0
	54.60
	5.57
	5.21
	59.7
	5080
	79.3

	 
	100
	22.0
	510
	67.9
	1.53
	104.0
	76.40
	7.79
	7.87
	24.5
	640
	77.9

	 
	200
	62.0
	230
	63.4
	1.4
	89.0
	79.20
	8.08
	6.77
	13.9
	18.3
	72.6

	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 


