	
	
	
	
	
	Table 8 - use of bamboo
	
	
	
	

	
	
	
	
	
	
	
	
	
	
	
	
	

	 
	 
	 
	 
	SR
	CSF
	Bulk
	Tensile
	Breaking
	Burst
	Tear
	Bendtsen
	Opacity

	 
	
	
	 
	
	 
	 
	Index
	Length
	Index
	Index
	Porosity
	 

	 
	 
	 
	 
	(degrees)
	(ml)
	cm3/g
	(N.m/g)
	(km)
	(kPa.m2/g)
	(mN.m2/g)
	(ml/min)
	(%)

	 
	
	
	 
	
	 
	 
	
	 
	
	 
	
	 

	Use of Bamboo as replacement for HWD
	
	 
	 
	
	 
	
	 
	
	 

	 
	
	
	 
	
	 
	 
	
	 
	
	 
	
	 

	Standard Copy (70 HWD:30 SWD)
	33.15
	368.50
	1.46
	63.80
	6.51
	4.39
	9.62
	516.60
	73.62

	 
	
	
	 
	
	 
	 
	
	 
	
	 
	
	 

	(50 HWD:30 SWD:20 hemp)
	 
	31.45
	373.50
	1.47
	59.61
	6.08
	4.10
	8.99
	673.60
	74.50

	 
	
	
	 
	
	 
	 
	
	 
	
	 
	
	 

	(30 HWD:30 SWD:40 hemp)
	 
	29.75
	378.50
	1.48
	55.43
	5.65
	3.80
	8.35
	830.60
	75.39

	 
	
	
	 
	
	 
	 
	
	 
	
	 
	
	 

	(10 HWD:30 SWD:60 hemp)
	 
	31.45
	373.50
	1.47
	59.61
	6.08
	4.10
	8.99
	673.60
	74.50

	 
	
	
	 
	
	 
	 
	
	 
	
	 
	
	 

	Use of Bamboo as replacement for SWD
	 
	 
	 
	 
	 
	 
	 
	 
	 

	 
	
	
	 
	
	 
	 
	
	 
	
	 
	
	 

	Standard Copy (70 HWD:30 SWD)
	33.15
	368.50
	1.46
	63.80
	6.51
	4.39
	9.62
	516.60
	73.62

	 
	
	
	 
	
	 
	 
	
	 
	
	 
	
	 

	(70 HWD:20 SWD:10 hemp)
	 
	33.75
	356.50
	1.48
	61.04
	6.22
	4.05
	8.86
	622.90
	75.12

	 
	
	
	 
	
	 
	 
	
	 
	
	 
	
	 

	(70 HWD:10 SWD:20 hemp)
	 
	34.35
	344.50
	1.50
	58.28
	5.94
	3.70
	8.11
	729.20
	76.63

	 
	
	
	 
	
	 
	 
	
	 
	
	 
	
	 

	(70 HWD:30 hemp)
	
	 
	34.95
	332.50
	1.51
	55.52
	5.66
	3.36
	7.35
	835.50
	78.13

	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 


